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A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

REPORT: D83-32623.4 ( COMPLETE )

REFERENCE INFO: 0-223

CLIENT: BROHM NINING CORP.
PROJECT: R89-630

SUBNITTED BY: J. BARRON
DATE PRINTED: 22-NOV-89

NUMBER OF LOWER

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD

1 A Gold 45 0.002 OPT Fire fAssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 45 2 -150 45 fssay Prep 45

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARROM




Bondar-Clegg, Inc. L/ -
12980 WesWCedar Dr. ) Geochemical
kewood, Colorado 80228 . Lab Report

(303) 9891404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 22-NOV-89
REPORT: DA3-32629. 4 | | PROJECT: R89-630 PAGE 1
SAMPLE ELEMENT Au SANPLE ELENENT fu
NUMBER UNITS  OPT NUMBER \ "
D2 RB9-630-0-5 0.002 D2 RE
D2 R89-630-5-10 0,005 D2 RA
D2 RB9-630-10-15 0.005 D2 R8
D2 R89-630-15-20 0.006 D2 RaY
D2 R89-630-20-25 0.005 D2 Ra9
D2 RA9-630-25-30 0.009
D2 R89-630-30-35 0.011
D2 R89-630-35-40 0.004
D2 R89-630-40-45 0.002
D2 R89-630-45-50 0.011
D2 R89-630-50-55 0.005
D2 R89-630-55-60 0.023
D2 R89-630-60-65 0.004
D2 R89-630-65-70 0,010
D2 R89-630-70-75 0.003
D2 R89-630-75-80 0.005
D2 RB9-630-80-85 0.002
D2 R89-630-85-90 0.006
D2 RBI-630-90-95 0,004
D2 R89-630-95-100 0,006
D2 R89-630-100-105 0.003
D2 R89-630-105-110 0.018
D2 R83-630-110-115 0.012
D2 RA9-630-115-120 0.003
D2 R89-630-120-125 (0,002
D2 R89-630-125-130 0.002
D2 R89-630-130-135 (0,002
D2 R89-630-135-140 0.002
D2 R89-630-140-145 0.003
D2 RA9-630-145-150 0.007
D2 RB9-630-150-155 0.003
D2 RA9-630-155-160 0,005
D2 R89-630-160-165 0,005
D2 RA9-630-165-170 0.005
D2 R89-630-170-175 (0,002
D2 RA9-630-175-180 (0. 002
D2 R89-630-180-185 (0,002
D2 R83-630-185-190 0,085
D2 R89-630-190-195 0.011

D2 R89-630-195-200 0.002
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Bondar-Clegg, Inc. IR
12980 West Cedar Dr.

Lakéwood, €uorado 80228

(303) 989-1404

Geochemical
=im- Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32630.4 ( COMPLETE )

l REFERENCE INFO: 225-325

CLIENT: BROHM MINING CORP.
PROJECT: R89-630

SUEMITTED BY: J. BARRON
DATE PRINTED: 28-NOV-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 60 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE &0 g -150 &0 fAssay Prep 60
Excessive Wetness a7
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

HR.—JIN BARRON




Bondar-C Inc. ¢ “ 1
12980 Wes:eggeliar Dr. 8 / Geo‘:hemlcal
Laketvood,-Corado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 28-NOV-83

REPORT: DA9-32630.4 AJ l PROJECT: R83-630 PAGE 1

SARPLE ELEMENT Au SARFLE ELEMENT Au

NUMBER UNITS 0PT NUMBER UNITS 0PT

D2 R89-630-225-230 0.005 D2 R89-630-425-430 0.006

D2 R89-630-230-235 (0,002 D2 R89-630-430-435 0.007

D2 k89-630-235-240 {0.002 D2 RB9-630-435-440 0.005

D2 R83-630-240-245 0.010 D2 RB9I-630-440-445 0.006

D2 R89-630-245-250 {0.002 D2 R89-630-445-450 0. 006

D2 R89-630-250-255 (0.002 D2 RBI-630-450-455 0.003

D2 R89-630-255-260 {0.002 D2 RB9-630-455-460 0.008

D2 R89-630-260-265 {0.002 D2 RB9I-630-460-465 0.005

D2 R89-630-265-270 {0.002 D2 R89-630-465-470 {0.002

D2 R89-630-270-275 0.004 D2 R89-630-470-475 0.006

D2 R89-630-275-280 0.002 D2 R89-630-475-480 0.020

D2 R89-630-280-285 {0,002 D2 R89-630-480-485 0.006

D2 R89-630-285-290 {0,002 D2 R89-630-485-490 0.009

D2 R89-630-290-235 0.002 D2 R83-630-490-493 0.007

D2 R89-630-295-300 0.003 D2 R89-630-495-500 0.018

D2 R83-630-300-305 {0.002 D2 R83-630-500-505 0.010

D2 R83-630-305-310 0.002 D2 R89-630-505-510 0.009

D2 R83-630-310-315 0.003 D2 R89-630-510-515 0.009

D2 R89-630-315-320 0.006 D2 R89-630-515-520 0.010

D2 R89-630-320-325 {0.002 D2 R83-630-520-525 0.012

D2 R89-630-325-330 0.002

D2 R89-630-330-335 0.003

D2 R89-630-335-340 0.016

D2 R89-630-340-345 0.006

D2 R89-630-345-350 0.002

D2 R89-630-350-335 0.003

D2 R89-630-355-360 0.005

D2 R83-630-360-3635 0.005

D2 R89-630-365-370 0.006

D2 R83-630-370-375 0.008

D2 R89-630-375-380 0.005

D2 R89-630-380-385 0.007

D2 R89-630-385-390 0.003

D2 R89-630-390-395 0.010

D2 R89-630-395-400 0.010

D2 R89-630-400-405 0.016

D2 R89-630-405-410 0.024

D2 R83-630-410-415 0.046

D2 R89-630-415-420 0.015

D2 RB9-630-420-425 0.014
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Bondas-Clegg, Inc. Geoc :
12980 West Cedar Dr. helmcal
Lakewood, Colorado 80228 oo Lab Report
(303) 989-1404 '
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: D89-32635.4 ( COMPLETE ) I REFERENCE INFD: 525-565
CLIENT: BROHM MINING CORP. SUBMITTED EY: J. BARRON
PROJECT: R83-630 DATE PRINTED: 23-NOV-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIWIT EXTRACTION METHOD
1 Au Gold 8 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS MUMBER
D DRILL CORE 8 e -130 8 Assay Prep 8
Excessive Wetness 66
REMARKS: Final results are reported.
REPORT COPIES TO: WR. JIM BARROM INVOICE TO: MR. JIM BARRON

MR. JIM BARRON




Bondas-Ciegg, Inc. :
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Rep()l't
(303) 9891404 ‘
& T;S?NG SERVICES
| 1 DATE RINTED: 25-NOV#83
. = : i b - k30) i 1 m
L REPORT: D83-32635. 4 | f ',..meu m_l?i;‘ L0 PAGE 1 J
SAMPLE ELENENT Au TE'E NP f
HUMBER UNITS  OPT | ( Ji 08 . 30 |
J i !
D2 RB9-630-525-530 0.007 S R— — ]
D2 R83-630-530-535 0.012 i .0J — f
D2 RBI-630-535-540 0.006 — whRg o |
D2 RBI-630-540-545 0.003 ———— |
D2 kBI-630-545-550 0.002
D2 RBI-630-550-555 0.003
D2 RBI-630-555-560 0.005
D2 R89-630-560-565 0.003
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Geochemical
Lab Report

REFERENCE INFO: 565-8635

Bondar-Clegg  Inc.
1298Q West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
r REPORT: D89-32632.4 ( COMPLETE ) |

CLIENT: BROHM HMINING CORP.

SUBMITTED BY: J. BARRON

PROJECT: R83-630 DATE PRINTED: 6-DEC-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold &0 0.002 OPT Fire fAssay

SARPLE TYPES NUMBER SIZE FRACTIONS NUMBER SARPLE PREPARATIONS NUMBER

D DRILL CORE 60 g -150 60 Assay Prep 60
Excessive Wetness 534
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: WR. JIM EBARRON

HR. _JTH BARKON




D00 e Dr e Geochemical
fest :
Lakewood, Colorado 80228 o0 Lab Rep()l't
(303) 989-1404 '

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

: 6-DEC-89

REPORT: D89-32632.4 | PROJECT: R89-630 PRAGE 1
SARPLE ELEMENT Au SARPLE ELEMENT fu
NUMBER UNITS 0PT NUMBER UNITS oPT
D2 R89-630-565-570 0.003 D2 R83-630-765-770 0.025
D2 R89-630-570-573 0.002 D2 R83-630-770-775 0.024
D2 R89-630-575-580 0.005 D2 R89-630-775-780 0.042
D2 R83-630-580-385 0.002 D2 R83-630-780-785 0.036
D2 R89-630-585-390 0.003 D2 RBI-630-785-790 0.030
D2 R89-630-590-395 0.007 D2 R89-630-790-795 0.031
D2 R89-630-595-600 0.016 D2 R89-630-795-800 0.034
D2 R83-630-600-603 0.002 D2 R83-630-800-803 0.060
D2 R89-630-603-610 0.009 D2 R893-630-805-810 0.022
D2 R83-630-610-615 0.005 D2 R89-630-810-813 0.017
D2 R89-630-615-620 0.032 D2 R89-630-815-820 0.018
D2 R83-630-620-625 0.017 D2 R89-630-820-825 0.042
D2 R89-630-625-630 0.019 D2 R89-630-825-830 0.049
D2 R89-630-630-6335 0.020 D2 R89-630-830-835 0.046
D2 R89-630-635-640 0.032 D2 R89-630-835-840 0.103
D2 R89-630-640-645 0.034 D2 R89-630-840-845 0.148
D2 R83-630-645-650 0.018 D2 R89-630-0845-850 0.098
D2 R83-630-650-655 0.016 D2 R83-630-850-855 0.063
D2 R89-630-635-660 0.014 D2 R89-630-855-860 0.014
D2 R89-630-660-663 0.016 D2 R83-630-860-863 0.035
D2 R89-630-665-670 0.020

D2 R89-630-670-675 0.016

D2 R89-630-675-660 0.020

D2 R89-630-680-685 0.030

D2 R89-630-685-690 0.024

D2 R89-630-690-695 0.025

D2 R83-630-695-700 0.027

D2 R89-630-700-705 0.083

D2 R89-630-705-710 0.107

D2 R89-630-710-715 0.054

D2 R89-630-715-720 0.031

D2 R89-630-720-723 0.039

D2 R89-630-725-730 0.033

D2 R89-630-730-735 0.121

D2 R89-630-735-740 0.094

D2 R89I-630-740-745 0.035

D2 R83-630-745-750 0.063

D2 R89-630-750-755 0.077

D2 R89-630-735-760 0.050

D2 R83-630-760-765 0.033
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Bondai-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

REPORT: D89-32633.4 ( COMPLETE )

B

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

[ REFERENCE INFD: 865-1050

CLIENT: BROHM MINING CORP.
PROJECT: R893-630

SUBMITTED BY: J. BARRON
DATE PRINTED: 30-NOV-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
i Au Gold 37 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUFBER
D DRILL CORE 37 2 -150 37 fAssay Prep 38

Excessive Wetness 678

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR. JIM BARRON




Bondar-Clegg Inc. .
12980 West Cedar Dr. ) Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 ‘
BONDAR-CLEGE
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES !
[E P : 30-NOU-89
REPORT: D83-32633.4 J PROJECT: R83-630 PAGE 1
P %
SANPLE ELEMENT Au |
NUMBER UNITS ~ OPT |
g

D2 R89-630-865-870 0.040 '

D2 R89-630-870-875 0,064

D2 RA9-630-875-880 0.046

D2 RB9-630-B80-885 0.108

D2 R89-630-885-890 0.083

D2 RB9-630-830-835 0.0%

D2 k89-630-895-300 0.063

D2 RA9-630-300-305 0.043

D2 k89-630-905-910 0.082

D2 RBI-630-910-915 0.091

D2 RB9-630-915-920 0.067

D2 kBI-630-920-925 0.066

D2 kBI-630-925-930 0.043

D2 RB3I-630-930-333 0.046

D2 RBI-630-935-940 0.058

D2 R89-630-940-345 0.075

D2 RB9-930-945-950 0.051

D2 R8I-630-950-955 0. 044

D2 R83-630-955-960 0.050

D2 RBI-630-960-363 0.019

D2 R8I-630-965-970 0.014

D2 R89-630-970-975 0.009

D2 RBI-630-375-980 0.011

D2 RA9-630-380-385 0.021

D2 R83-630-985-930 0.035

D2 RBI-630-330-995 0.014

D2 R83-630-995-1000 0.011

D2 kBI-630-1000-1005 0.012

D2 RB9-630-1005-1010  0.010

D2 kBI-630-1010-1015  0.012

D2 kB9-630-1015-1020 0.013

D2 kBI-630-1020-1025 0.017

D2 RBI-630-1025-1030 0.017

D2 R89-630-1030-1035 0.055

D2 R89-630-1035-1040 0.070

D2 RBI-630-1040-1045 0.061

D2 RBI-630-1045-1050 0.071
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Bondar-Clegg, Inc.

. 12980 West Cedar Dr.

5 0! Lakewood, Colorado 80228

BONDAR-CLEGG . PR

Invoice, ¥ DOLGERD, Ha
BROHM MIMING CORE. ' ' ‘
PR, JIM BARROMN
Fa. BOX 485

3
S0

g 30-~-NOV-89

A of Gold at $ 7.00 ¢
Subtotal § % £99. 00

Hample Freparation

37 Dample

of fAusay B
L
e &

B0 Gamples of 4 1
Subtotal % 246G.60 84

Miacellaneous Uharg

4% S.D. =

22X Deaadwood

-,
L

SUDEOTa.

Invoice Totals: % Sel.39 U.5.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



———

[BE@E[W]E @

. ' BROHM MINING CO.




VML

R 5 §

\;onluclo:A//?/\ J /-

Coordinat-~ 34865, /9N J5075.97

/% Mo

Logged dY: é

DARL CUTTING Loo

‘ Project —— MWole Nol(\ -2 30 _/7{" &7
ce Tyoe 24—/ 21/ AUY_AIT  Gasing Depth State sheat Lot (&
Hole Size ' Bearing__ _——____iInclination___—_ 77" Date Started ////;/?7 onoonyé//l ;Q/ok: / 00
Collar Elev.__ 53200 Finsl Depth___ /050 Date Completed Hole Surveyed % L - 07/—‘/
- GRAPHIC LOGS R aron GEOLOGIC NOTES '
Eg»uerymON ..... 3 3 \ 5\3{ 35| ¢ DE3CRIPTION 1 MINERALIZATION
L REARRE . I e A
. g 3 3§ M SAAm 8124, FRAGUENT izt v:\.-.n;..loﬂ::u:;: . M | M
Ovide 11 12l0-& =l = a8 77 o lliziam v 2720 (xidle [P0 () /e
;: JL %\( HACES oF PE schisl 7 for/wa@;i
RN —
Lol ze-2e N
AN
1 1
il L
I\ L1
T VAR 2 “Pe 1d=9n Fe ks D —bs” BA-88 Jllix Fr furide
- ||l ) A ordy Yo /F:/(\r/c yery, fiohldy /7 L
) Lleadhed” 777 /‘Jﬁ EhF T IAoS. W/d(a?uhfde =T pdre
| o A< puoded, Z ol AS pled. /7
l 0-75
i |
Z-5 Veoll ‘ S ANV A P T, R R e N AR N
| 1 /2 0 N 198={Q0 ﬁ/‘yﬁ colpr il 20405 1)SE v,pﬁf‘?% Lrdcs {1 pWe oy DN e o)A
ARRRLARARIAL 7 11 | &=~ I88 /= Oz /MicA Schs7 1dusle <
I 11 A5 abone Be-Qn) Ao A ledcd om e G /0075 Jrie O
L [N ol 2100 <‘/o/ T g e it ord i) SEYS L — ISS 7L Ly o
I R : £ ( 7
VT L 1
JRARRAIRIAL RN 1
| | \ |
il L1 |
L Il |
Hmm[ L l{ ll 15
Z-3 %0 t/éf) T Achide f;fpo/;vr./ 45 Se= /60 2% Purite
+r 10 Above (Gn- 0= /7 T
| 2N ez Ticr Sl
| | V70N A= /\/Bou& (P /) )




KRR AN

Logoed OY:

ORRL CVUTTING LOO

“ Contractor Coordinates Project —— Hole No. //’(/L/ £330
Drit Type Casing Depth State Sh“!_?_.ﬂ_é_
Hole Size Bearing Inclination_ Date Started Property
Collar Elev. Final Deoth Date Completed Hole Surveyed

o | —GRAPHICLOGS 1 \ocuen GEOLOGIC NOTES
‘é-.smrenmou::;-,-;-- s ‘;‘ 5 § § Eg ___ § DESCRIPTION MINERALIZATION
33 \ 1 1 ‘ 1 §§ ] o < x | 3 |ROCK TYPE WINERALOGY, ALYEAATION, TEXTURES, UATAIRMLION Liek ASSAY
ol N Y 3 ¥ 3 § - j GAAM S1Z€, FAAGMENY 8128 ' :::.‘:...:::::::.“ ' Ao ‘ '™
Fr 1 75-120 < 1 _ ;
| l \. l — |
e 1 l
| T " .
! B | {1} [94-200 |
JARULAEAAEARARALARLARRL LI L1 [
LT L1 |
LIERRRRARERAEEARRRRLARAL AN 1 T
FRURARELRAR AR AR RALAN L t 1 1
WL W4 11 Vgzo-zes) L
Ll 11 | R
| L4l | |
A0 L W 1 . : — . )
| Wk g7 WAL 1 U U Qb Jo Tiadiie ook Yites  \Z90-74%\ [ el mm
l. i \\ 1% %-ZSOJ[ ‘[ ﬁ\ - _ ! NN R
I I B s
1 ] 1
i \ I
; 1] | 70-27:
Hnnn
1l 1IN l
1 RN
U RAR
IR T ere-3a
AR RARARARARARARARACAR A O
i s !
JARAREAEARA R AEARA LA O
URARRATARRA RSB RA AR T R
SRR T 11 i3z0-32¢
IR RALAIAY IR [ ——
I L .
| 1 |l 3IB5=340) 25098 Trackyle parph, YrAgs ‘
K [-Z ./00 ‘ 7/ Mﬁ/\(‘}l\ﬁ/f /’;"; :)j"‘_«"[‘l/' V7. 01”: L PAY - (340’ Z]Ofl/-z {‘;}"IC ‘o COArsce
‘ ‘ ) 1 45-350 }:\ff\‘-/ ))’1”“!\""!\( ‘»",'/C/r'"(_",-"u)) "f/.;"l',:)lif"ff ’C/]?('k//\/'o'\',?, 5;/4.' ’»ch]/' C}//‘:‘;"/, CoCuioe /.,1 1/.'/‘/'7/(0




Contractor

Logged by

DRRLL CUTTING LOO

i
Coordinates Project ~— Mole No. //‘-//‘7“ £30
Drilt Type Casing Depth State Sheet S M...Q?_.
Hole Size Bearing Inclination_ Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
- GRAPHIC LOGS B eaTon ~___GEOQLOGIC NOTES
% SIALTERATION; e 4 3 \ 313 S| @ OESCRIPTION MINERALIZATION
;2: 2 1 § ; ] - g x -_:; "; ROCK TYPE WINERALOBY, ALTRAATION, TRETURES, %"“_m‘ Lxed
. " 3 & a § i GRAM $12¢, FAAGMENY 8i28 Velatht, Meoplasement
|2 _160141350-35% TIR | Irachyle  worsh. Conit, | o
— L . 340"/075()2 lepy” S, Lidh ar oepder
L L | Jike ol Tc hroudbout ol erivel
Ll L]l | ja) FrAce.  Anpidi il
P | 11R20-3251 | ‘
RN | L
l i1 T | i \
| LN R L |
SRR AR AL AN T R L |
InRun 3-9%1 | {1335~ 90 \ ‘
/g%a | L C-AUN) (576 _Contme _nippied
| *;16 A | % I} s /}\{/rﬁ“c — Arobalbley
_2 UEins lors ],
i =-3 | | \ )
Ll /-2 | 4204 1
P | 1 12 d=5 ) Tihrms € Schior 3 hac
] ) [ l
JUALRRLAALI N | | l
| L 1 11445950 | |
LA TS Al | | 1
UL \ U1 L1
I} RN -
R l ! | - ‘
T -4 11 [14p-97 1 0-97) 3-4% surtc AS Aboue
LA i z-z | (dos— 110), 77
L I | 175~ 220 2% & S olisee, cubd
iR L Jyrife 5 '
T | K
I || e 500 T
L | | | — ——
I Al L
A Bl |
! mil | _
ATTREITNIGTT /2 17 ey I oy

PR



L~ Contraclor

_ Coordinates Project Sl
/ Orit Yype ‘ Casing Depth

ol

N
[

Vo

—— e

<

Logoed dy:

ORRL CUTTING Lo

—— MHole No.___ L. “Q Lo
State Shoﬂ_iot__(g__
Hole Size Bearing inclination, Dete Started Property
Collar €lev. Final Depth Date Completed Hole Surveyed
3 GRAPHIC LOGS “ocanon GEOLOGIC NOTES
X T|ALTERATION: s - g ;T EE 3.l @ OESCRIPTION MINERALIZATION
’2'5 IR °3 3 " < H E ROCK TYPE VIERALOGY, ALTRAATION, TQRTURES. QUAIBALTION hain ‘ AS3AY
.‘ ; 3 1. ‘5.§ - 2 — : GAAN §iX0, FRAGMENY 8128 \ ::::,..:,..:::::::‘ As Ag
/,HZ 20 j; L3 7"7?40 7 A<yl /4977/;, Copl, ; - —_—
- i g ;
| L1
LU !
1 | | |1 15%5- 1
| {1 2
IR i
——t | T
AN O RS2 % T
| L L L i.
| Rt { 1
1 BE | 1
1 W Ir | ‘T s —
— |
—T ‘ —
| Bl |
! N
Z-2 | | 1] T /5= = ivmde as
| | 11¥%620742¢ | Al - 7
M IR
it '
LR R TR R ] X
| 1111111 H%I%lﬂﬂ%%l%l (-2 KH\ | \ 3 ' §¢0~70@/~2/'Z> .. e
\ g £ -
AR RRLRRATAR AR L I T i
LT AR
IR ARRARNALA \ |
LALLM L
TLHTTT e bg L
‘ | Rl ——
3 |
. i \
I\ Vg5 |




clo? Coordinates Project . Hole No. //\ ,/(,‘"— 0
Casing Depth State Sheet '5-0' _._._.__//"—
Bearing __________ nclination Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
o . GRAPHIC LOGS ocanen GEOLOGIC NOTES |
% S|ALTERATION: 5ol 2 % ;W g‘g : DESCRIPTION | MINERALIZATION }
g s § ; s - 3 |ROCK TYPE HENALOSY, ALTERATION, TRRTURES, QUATAIRLLION Lxed A3SAY 1
»> - - Wesoive, Dicoomingtes,
e 3 & _a . © GNANS BIZE, PRAGMENT SIZE Velarii, Regieaomont N ] ae | s
2-2 1) 10070 ’ T+ Trachyle fardh., Copnt, 00~ 750 Z=3 70 “tijve 7o ged,
"L l‘ E JV 4 "‘ 0/‘/; I’N C,\/l‘s“_('/l ARt z"/r :\‘?"//‘/f‘ﬁ ,
- i | g 7/
! | i | ‘_@_ \
| 1 2129 | o
'1 ARl ! %
| | L 1 %
T 1 T - | 1
JALRLLRRAER AR RAAL L1 l l
Hill lh L7 '% ¥ :
|24 Ll ! N ; ; , \so-72¢5) 24 4 dvpore
cLESR WA WZAr-775 A TTef A7) 2 DeogtcVAAT WS J00) 2T 2% 7 il 2 —
| L ! i <toadoce 0UerAl] N A Tedc hopen TN e o CofrFe Aftined
L 1 Bt : \ Grc Vo 0()/"1)E;N';’/'£' Zoxfure. L/_é;p <
N 1l { ‘\ o715 ‘. WeAll Fo tipllerite  fodiscic T
} :
\ \ %
| | 1 )
) R ]
i | 11998 i
I | L] i
il | L 11 s
T IR .
RN L
RN |
\ | s
L1 ‘
| | \
i\ | IR {
i 1t l
1 R . —
3 e~ 725 ) Alteratinn t ipppper bleac b
; * 0T Lorihursy pof sonic e o dord hyrll'c
1 e Jlodasle Policrie dldalonl 3
| ‘ \Bro-&s| L

Logged byt

DRAL CUTTING LoG



. —

. 42

———

contractor

Coordinates Project ﬁ Hote No. / )/7~ GE0
Orit Type Casing Depth State Shnt;é..ﬂ .._._._fé
Hole Size Bearing___________iInclination Date Started Property
Collar Elev. Final Deoth Date Completed Hole Surveyed
. GRAPHIC LOGS S otation GEOLOGIC NOTES
z SIALTERATION: s 4 % 3 1 §]§ 58 .| ¢ DESCRIPTION MINERALIZATION
- o [Ny X x = -
2= 33 o sz é : |ROCX TYPE MMERALOGY, ALTEAATION, TEXTURES, Wku*u . et ASSAY
:.L 2 8. a ___i GAAM SIZE, FRAGUMENY BiXT ,,,:...m..'.”.“m.,. ) A P
-3 Ok M ﬁp —
| | V- -
L B l
A ARt |
P IT ‘l o (19, \ N
E \
| \ B 1
| RN Bl H
\ L L 5 , ,
1 ] l - h 10‘?55 \ ATz — G } ‘.G/};?L_u’.ui L YPA S TC/r’,v’[,//f/"ua §
| 'v | I' ' AlRerading < b3
T i =
; L ! .
L RE77Z7 "— .g- H
| '., — ) 5 %
Rl 'i S EN) Al eradjaps, sy Az Aicuc © 3
1 | =gz . - 3
B i | _ -
1 ._11if70 o
W !
LYY Rl
LTI Rl .
AT [ i
AAAAA N
1l | |
W *,
il %
LTI \
| ¢
L l\ Vezs- 080} Ooerall cpipller Npeq ooze, o
/
A |
v o e pac—7o=0 L Pl o Zlrale aralle
ARle T & /050’




